CARATTERISTICHE TECNICHE MONOPOROSA - WHITE BODY - PATE BLANCHE, WEISSER

SCHERBEN, PASTA BLANCA, BEJTYIO MNACTY ' ’
TECHNICAL SPECIFICATIONS - TECHNISCHE EIGENSCHAFTEN - CARACTERISTIQUES TECHNIQUES - CARACTERISTICAS TECNICAS - TEXHUYECKME XAPAKTEPUCTUKA

STANDARDS : UNI EN 14411 ANNEXL - Blll /UNI EN ISO 13006 ANNEX L - Bl

SERIE : START 325x97,7 [12,8'x38,5" rett. -11 mm MATT
COLOURS : PLASTER, TAVELLA PLASTER, 16,2x97,7 | 64" x385"reft - 11 mm
y "
GROOVE PLASTER, CREATE NUT, METROPOLIS, |26x60,5 / 10,2°X238" nat - 8,3 mm
" »
e e TAUPE, TAVELLA TAUPE, GROOVE TAUPE, 13x60,5 / 5,1"x23,8" nat - 8 3mm
N A X O S WHITE CLAY, TAVELLA WHITE CLAY,
GROOVE WHITE CLAY, CREATE LIGHT, SUPERIOR,
FINCIBEC GROUP CONCRETE, TAVELLA CONCRETE, TAUPE 3D,
CONCRETE 3D, TAVELLA ALLWOOD BEIGE,
TAVELLA ALLWOOD GREY, ALLWOOD BEIGE,
CARATTERISTICHE TECNICHE TIPODIPROVA VALORIPRESCRITTIDALLENORME VALOREMEDIONAXOS
TECHNICAL DATA STANDARD OF TEST INTERNATIONAL STANDARDS NAXOSAVERAGEVALUE
TECHNISCHE DATEN NORME DUTEST INTERNATIONALE NORMWERTE NAXOS MITTELWERT
CARACTERISTIQUES TECHNIQUES TESTNORM VALEURS PREVUES PARLES NORMES VALEURSMOYEN NAXOS
CARACTERISTICAS TECNICAS TIPODE PRUEBA VALORES PREVISTOS PORLAS NORMAS VALORMEDIONAXOS
TEXHWUYECKVIE XAPAKTEPVICTUKM TUNTECTA MPEOYCMOTPEHHBIE CTAHIAPTOM CPEIHEE3HAHEHVENAXOS
CARATTERISTICHE DIMENSIONALI - SIZE CHARACTERISTICS - REQUIREMENTS FORNOMINAL SIZEN
MASSEIGENSCHAFTEN - DETERMINATION DES CARACTERISTIQUES DIMENSIONELLES MATT
CARACTERISTICAS DIMENSIONALES - PASMEPHBIE XAPAKTEPVICTVKM 7em=N<15am N2150m
LATI CONFORME
SIDES - SEITEN ENISO £075mm +05% COMPLYING - ERFULLT
COTES - CANTOS 10545-2 ' (£2,0mm) CONFORME - CONFORME
PASMEPbI CTOPOH COOTBETCTBYET
SPESSORE CONFORME
THICKNESS - DICKE ENISO £05mm £10% COMPLYING - ERFULLT
| |EPAISSEUR-ESPESOR 10545-2 ’ (£0,5mm) CONFORME - CONFORME
TONLWHA COOTBETCTBYET
— A CONFORME
RETTILINEITA DEGLI SPIGOLI ENISO £03% COMPLYING - ERFULLT
STRAIGHTNESS OF SIDES - GERADLINIGKEIT DER KANTEN 105452 +0,5mm @ 15mm) CONFORME - GONFORME
RECTITUDE DES ARETES - RECTIDUD DE LOS CANTOS - KOCOYTOfbHOCTb COOTBETGTBYET
ORTOGONALITA CONFORME
. RECTANGULARITY - RECHTWINKLIGKEIT ENISO +075mm +05% COMPLYING - ERFULLT
PERPENDICULARITE - ORTOGONALIDAD 105452 = (£2,0mm) CONFORME - CONFORME
KPVBII3HA CTOPOH COOTBETCTBYET
CENTRE +0,75mm +0,5% (+2,0 mm)
PLANARITA CURVATURE -0,5mm -0,3% (-1,5mm) CONFORME
SURFACE FLATNESS — EBENFLACHIGKEIT ENISO 5 COMPLYING - ERFULLT
P | | PLANEITE DE SURFAGE - PLANEIDAD EDGE 105452 * %‘75 mm * gg;’ <+12’° mm) CONFORME - CONFORME
KPVBV3HA NIMLIEBOV MOBEPXHOCTMU CURVATURE -05mm -0.3% (-1,5mm) COOTBETCTBYET
WARPAGE +0,75mm +0,5% (+2,0mm)
H 0 ASSORBIMENTO D'ACQUA
2 WATER ABSORPTION - WASSERAUFNAHME ENISO Ex>10% 10% < E, <20%
6 ABSORPTION D'EAU - ABSORCION DE AGUA 10545-3
BOJOMOMMOLLEHVE
RESISTENZA ALLA FLESSIONE CONFORME
v FLEXION RESISTANCE - BIEGEFESTIGKEIT ) ENISO >600N COMPLYING - ERFULLT
W | |RESISTANCE ALAFLEXION - RESISTENCIA ALA FLEXION 105454 > 12 Nimm2, CONFORME - CONFORME
MPEOEN NPOYHOCTW NPU U3MVIBE COOTBETCTBYET
n RESISTENZA ALL'URTO VALORE DICHIARATO
. IMPACT RESISTANCE - STOSSFESTIGKEIT ENISO DECLARED VALUE - ANGEGEBENER WERT 506
s | | RESISTANCE AUX CHOCS - RESISTENCIA ALOS GOLPES 10545-5 VALEUR DECLAREE - VALOR DECLARADO - ’
YAAPOCTOMKOCTb 3AFBIMEHHOE 3HAYEHNE
- COEFFICIENTE DI DILATAZIONE TERMICALINEARE VALORE DICHIARATO
€4 COEFFICIENT OF LINEAR THERMAL-EXPANSION - LINEARER WARMEAUSDEHNUNGSKOEFFIZIENT ENISO DECLARED VALUE - ANGEGEBENER WERT 6 7x105°C"
COEFFICIENT DE DILATATION THERMIQUE LINEAIRE - COEFICIENTE DE DILATACION TERMICA LINEAL 10545-8 VALEUR DECLAREE - VALOR DECLARADO - =0,/
w KOSOMLIMEHT TIMHEMHOIO TEPMAYECKOIO PACLLMPEHNA BAABMNIEHHOE 3HAYEHVE
RESISTENZA AGLI SBALZI TERMICI TEST SUPERATO SECONDO EN ISO 10545-1 NESSUN DANNO
RESISTANCE TO THERMAL SHOCKS - BESTANDIGKEIT GEGEN TEMPERATURSCHWANKUNGEN ENISO TEST PASSED ACCORDING TO - TEST BESTANDEN NACH NO DAMAGE - KEIN SCHADEN
RESISTANCE AUX CHOCS THERMIQUES - RESISTENCIA A LOS CHOQUES TERMICOS 10545-9 TEXTE DEPASSE SELON - PRUEBA SUPERADA SEGUN AUCUN DOMMAGE -NINGUNDANO
CTOVIKOCTb K NMEPEMALDAM TEMMEPATYPbI VCTLITAHVIE MPOEHO B COOTBETCTBAN C BE3 MOBPEXXAEHNN
Y DILATAZIONE ALL'UMIDITA (IN MM/M) VALORE DICHIARATO
MOISTURE EXPANSION (IN MM/M) - FEUCHTIGKEITSBEDINGTE AUSDEHNUNG (IN MM/M) ENISO DECLARED VALUE - ANGEGEBENER WERT MAX 0.2 mm /m
DILATATION A LHUMIDITE (EN MM/M) - DILATACION CON LA HUMEDAD (EN MM/M) 10545-10 VALEUR DECLAREE - VALOR DECLARADO - ”
T BMAYXHOCTHOE PACLLMPEHME (B MM/M) 3AABSIEHHOE 3HAYEHVE
RESISTENZA Al PRODOTTI CHIMICI USO DOMESTICO E ADDITIV PER PISCINA
RESISTANCE TO HOUSEHOLD AND SWIMMING POOL CHEMICAL PRODUCTS - RBESTANDIGKEIT GEGEN CONFORME
HAUSHALTSCHEMIKALIEN UND ZUSATZSTOFFE FUR SWIMMINGPOOLS - RESISTANCE AUX PRODUITS ENISO GBMIN COMPLYING - ERFULLT
CHIMIQUES USAGE DOMESTIQUE ET ADDITIFS POUR PISCINE -RESISTENCIA ALOS PRODUCTOS QUIMICOS DE 1054513 CONFORME - CONFORME
USO DOMESTICO Y ADITIVOS PARA PISCINA - CTOVKOCTb K [IEVICTBIAHO BbITOBBIX XUMHECKVX CPELCTB, COOTBETCTBYET
JIOBABKAN B BACCENHb
RESISTENZA A BASSE CONCENTRAZIONI DI ACIDI E ALCALI . VALORE DICHIARATO CONFORME
4 Egﬁzsg MCE{g&%gﬁ”&%mﬂﬁg&%zféﬂDg é\g‘lsDTm;BEST ‘I\E';DC%KN%'EBE' Nﬁgﬁgg";‘mmzs ENISO DECLARED VALUE - ANGEGEBENER WERT COMPLYING - ERFULLT
b | | ETALCALIS- RESISTENCIA A BAJAS CONCENTRACIONES DE ACIDOS Y ALCALIS - CTOKOCTE K 10545-13 VALEUR DECLAREE - VALOR DECLARADO - CONFORME - CONFORME
LEVICTBIO HU3KMX KOHLIEHTPALAV KCTIOT W LLENIOYEV SAABNEHHOE 3HAYEHVE COOTBETCTBYET
RESISTENZA AD ALTE CONCENTRAZIONI DI ACIDI E ALCALI . VALORE DICHIARATO CONFORME
ET ALCALIS- RESISTENCIA A ALTAS CONCENTRACIONES DE ACIDOS Y ALCALIS- CTO/KOCTE K 1054513 VALEUR DECLAREE - VALOR DECLARADO - CONFORME - CONFORME
[EVICTBIO BbICOKUX KOHLIEHTPALIA KUCTOT W LLIETOYE SAABNEHHOE 3HAYEHVE COOTBETCTBYET
RESISTENZA ALLE MACCHIE CONFORME
RESISTANCE TO STAINS - FLECKENBESTANDIGKEIT ENISO CLASSE 3MIN COMPLYING - ERFULLT
RESISTANCE AUX TACHES - RESISTENCIA A LAS MANCHAS 10545-14 CONFORME - CONFORME
YCTONYMBOCTb K MATHOOBEPA3OBAH/IO COOTBETCTBYET
o | |CESSIONE DI PIOMBO E CADMIO VALORE DICHIARATO <AL LIMITE DI RILEVAVENTO
d LEAD AND CADMIUM DISCHARGE - ABGABE VON BLEI UND CADMIUM ENISO DECLARED VALUE - ANGEGEBENER WERT <THAN INSTRUMENT LIMIT < UNMESSBARES WERT
PERTE DE PLOMB ET CADMIUM - CESION DE PLOMO Y CADMIO 10545-15 VALEUR DECLAREE - VALOR DECLARADO - <LIMITE DE LINSTRUMENT < LIMITE DEL INSTRUMENTO
BbIAENEHVE CBVHLIA N KAOMUA 3ASABJIEHHOE 3HAYEHVIE <HATPE[ENE OMPELENMOCTY

PER | CERTIFICATI SPECIFICI, E VALORI PUNTUALI, CONTATTARE FINCIBEC SPA - FOR SPECIFIC CERTIFICATES AND DATA, CONTACT FINCIBEC S.P.A - FUR SPEZIELLE ZERTIFIKATE UND PUNKTWERTE, FINCIBEC S.P.A. KONTAKTIEREN - POUR
LES CERTIFICATS SPECIFIQUES ET LES VALEURS PONCTUELLES, CONTACTER FINCIBEC S.P.A - PARA LOS CERTIFICADOS ESPECIFICOS Y LOS VALORES CONCRETOS, CONTACTE CON FINCIBEC S.P.A - BO BOMPOCAM CMELIMANBHbIX
CEPTU®WKATOB U MOKASATENEN CBSKUTECH C FINCIBEC SPA.




CARATTERISTICHE TECNICHE / GRES FINE PORCELLANATO COLORATO IN MASSA

TECHNICAL SPECIFICATIONS / FULL-BODY COLOURED PORCELAIN STONEWARE - TECHNISCHE EIGENSCHAFTEN / DURCHGEFARBTES FEINSTEINZEUG - CARACTERISTIQUES TECHNIQUES / GRES FIN CERAME COLORE EN MASSE -
CARACTERISTICAS TECNICAS / GRES FINO PORCELANICO TENIDO EN MASA - TEXHMECKVE XAPAKTEPVICTVKV/ METKOSEPHUC T I KEPAMOTAHWT, OKPALLIEHbIA BMACCE

STANDARDS : UNIEN 14411 ANNEX G - Bla /UNI EN ISO 13006 ANNEX G - Bla

e e SERIE : START 45x45/18’x 18" nat - 9mm MATT
COLOURS : TAUPE PAV., 60x60/ 24’x24” nat.—9,5 mm
CONCRETE PAV.
FINCIBEC GROUFP
CARATTERISTICHE TECNICHE TIPODIPROVA VALORIPRESCRITTIDALLENORME VALOREMEDIONAXOS
TECHNICAL DATA STANDARD OF TEST INTERNATIONAL STANDARDS NAXOSAVERAGE VALUE
TECHNISCHE DATEN NORME DUTEST INTERNATIONALE NORMWERTE NAXOSMITTELWERT
CARACTERISTIQUES TECHNIQUES TESTNORM VALEURS PREVUES PARLES NORMES VALEURSMOYENNAXOS
CARACTERISTICAS TECNICAS TIPO DE PRUEBA VALORES PREVISTOS PORLAS NORMAS VALORMEDIONAXOS
TEXHUHECKVE XAPAKTEPVICTVIKV TWNTECTA MPELYCMOTPEHHBIE CTAHIAPTOM CPELHEE3HAHEH/ENAXOS
CARATTERISTICHE DIMENSIONALI - SIZE CHARACTERISTICS - REQUIREMENTS FORNOMINAL SZEN
MASSEIGENSCHAFTEN - DETERMINATION DES CARACTERISTIQUES DIMENSIONELLES MATT
CARACTERISTICAS DIMENSIONALES - PASMEPHbIE XAPAKTEPUCTUKA 7ems<N<15cm N215¢cm
LATI CONFORME
SIDES - SEITEN ENISO +09mm +06% COMPLYING - ERFULLT
COTES - CANTOS 10545-2 0, (£2,0mm) CONFORME - CONFORME
PA3MEPbI CTOPOH COOTBETCTBYET
SPESSORE CONFORME
THICKNESS - DICKE ENISO +05mm +50% COMPLYING - ERFULLT
| |EPAISSEUR-ESPESOR 10545-2 0 (£0,5mm) CONFORME - CONFORME
TOMUMHA COOTBETCTBYET
A CONFORME
— RETTILINEITA DEGLI SPIGOLI , "
.I STRAIGHTNESS OF SIDES - GERADLINIGKEIT DER KANTEN s £075mm oy s O R e
RECTITUDE DES ARETES - RECTIDUD DE LOS CANTOS - KOCOYTOfTSHOCTb COOTBETCTRYET
ORTOGONALITA CONFORME
. RECTANGULARITY - RECHTWINKLIGKEIT ENISO +075mm +05% COMPLYING - ERFULLT
PERPENDICULARITE - ORTOGONALIDAD 10545-2 i (£2mm) CONFORME - CONFORME
KPVIBM3HA CTOPOH COOTBETCTBYET
PLANARITA CONFORME
s SURFACE FLATNESS - EBENFLACHIGKEIT ENISO +075mm +05% COMPLYING - ERFULLT
— PLANEITE DE SURFACE - PLANEIDAD 10545-2 i (2,0mm) CONFORME - CONFORME
KPVIBUSHA JILIEBOV MOBEPXHOCTM COOTBETCTBYET
H 0 ASSORBIMENTO D'ACQUA
2 WATER ABSORPTION - WASSERAUFNAHME ENISO <05% <0,1%
‘ ABSORPTION D'EAU - ABSORCION DE AGUA 10545-3 =057 =01%
BOLOMOMOWEHVE
RESISTENZA ALLA FLESSIONE CONFORME
v FLEXION RESISTANCE - BIEGEFESTIGKEIT ) ENISO $21300N COMPLYING - ERFULLT
= | |RESISTANCE ALA FLEXION - RESISTENCIA ALA FLEXION 105454 R 235 N/mm2. CONFORME - CONFORME
MPEOES MPOYHOCTM MPY U3TVBE COOTBETCTBYET
i, RESISTENZA ALL'URTO VALORE DICHIARATO
(] IMPACT RESISTANCE - STOSSFESTIGKEIT ENISO DECLARED VALUE - ANGEGEBENER WERT 080
s | | RESISTANCE AUX CHOCS - RESISTENCIA A LOS GOLPES 10545-5 VALEUR DECLAREE - VALOR DECLARADO - g
YOAPOCTOVKOCTb 3AFIBNEHHOE 3HAYEHUE
RESISTENZA ALL'ABRASIONE CONFORME
ABRASION RESISTANCE - ABRIEBFESTIGKEIT ) ENISO 5 COMPLYING - ERFULLT
RESISTANCE A L’ABRASION - RESISTENCIA A LA ABRASION 10545-6 S175mm CONFORME - CONFORME
s | | MPOYHOCTb HA UCTUPAHUE COOTBETCTBYET
-~ COEFFICIENTE DI DILATAZIONE TERMICALINEARE VALORE DICHIARATO
€34 COEFFICIENT OF LINEAR THERMAL-EXPANSION - LINEARER WARMEAUSDEHNUNGSKOEFFIZIENT ENISO DECLARED VALUE - ANGEGEBENER WERT P
COEFFICIENT DE DILATATION THERMIQUE LINEAIRE - COEFICIENTE DE DILATACION TERMICA LINEAL 10545-8 VALEUR DECLAREE - VALOR DECLARADO - a=6,7x10™ /C
v KOG®GVILWEHT JIMHEVHOTO TEPMUHECKOTO PACLUVPEHIAS 3AFBNEHHOE 3HAYEHVE
RESISTENZA AGLISBALZITERMICI TEST SUPERATO SECONDO EN ISO 10545-1 NESSUN DANNO
RESISTANCE TO THERMAL SHOCKS - BESTANDIGKEIT GEGEN TEMPERATURSCHWANKUNGEN ENISO TEST PASSED ACCORDING TO - TEST BESTANDEN NACH NO DAMAGE - KEIN SCHADEN
RESISTANCE AUX CHOCS THERMIQUES - RESISTENCIA ALOS CHOQUES TERMICOS 10545-9 TEXTE DEPASSE SELON - PRUEBA SUPERADA SEGUN AUCUN DOMMAGE-NNGUNDANO
CTOMKOCTB K MEPEMATAM TEMIMEPATYPbI VICTTbITAHVE MPOVIEHO B COOTBETCTBIN C BE3 MOBPEXOEHM
Y DILATAZIONE ALL'UMIDITA (IN MM/M) VALORE DICHIARATO
MOISTURE EXPANSION (IN MM/M) - FEUCHTIGKEITSBEDINGTE AUSDEHNUNG (IN MM/M) ENISO DECLARED VALUE - ANGEGEBENER WERT MAX 0.1 mm /m
* DILATATION A LHUMIDITE (EN MV/M) - DILATACION CON LA HUMEDAD (EN MM/M) 10545-10 VALEUR DECLAREE - VALOR DECLARADO - g
s | | BNAXKHOCTHOE PACLUVPEHVE (B MM/M) 3AABNEHHOE 3HAYEHUE
RESISTENZA AL GELO TEST SUPERATO SECONDO EN SO 10545-1 NESSUN DANNO
_M FROST RESISTANCE - FROSTBESTANDIGKEIT EN ISO TEST PASSED ACCORDING TO- TEST BESTANDEN NACH NO DAMAGE - KEIN SCHADEN
AR RESISTANCE AU GEL - RESISTENCIA AL HIELO 10545-12 TEXTE DEPASSE SELON - PRUEBA SUPERADA SEGUN AUCUN DOMMAGE -NINGUNDANO
MOPO30CTOMKOCTb VICIbITAHVE MPOEEHO B COOTBETCTBUAN C BE3 MOBPEXXOEHW
RESISTENZA Al PRODOTTI CHIMIC! USO DOMESTICO E ADDITIVI PER PISCINA
RESISTANCE TO HOUSEHOLD AND SWIMMING POOL CHEMICAL PRODUCTS - RBESTANDIGKET GEGEN CONFORME
HAUSHALTSCHEMIKALEN UND ZUSATZSTOFFE FUR SWIMMINGPOOLS - RESISTANCE AUX PRODUITS ENISO UBMIN COMPLYING - ERFULLT
CHIMIQUES USAGE DOMESTIQUE ET ADDITIFS POUR PISCINE - RESISTENCIAA LOS PRODUCTOS QUIMICOS DE 10545-13 CONFORME - CONFORME
USO DOMESTICO Y ADITIVOS PARA PISCINA - CTOVKOCT K AE/ACTBYIO BbITOBBIX XMMHECKVX CPEICTB, COOTBETCTBYET
[IOBABKAM B EACCEVHb|
RESISTENZA A BASSE CONCENTRAZIONI DI ACIDI E ALCAL
RESISTANCE TO LOW CONCENTRATIONS OF ACIDS AND ALKAL- BESTANDIGKEIT BEI NIEDRIGEN VALORE DICHIARATO CONFORME
A : ) ] ENISO DECLARED VALUE - ANGEGEBENER WERT COMPLYING - ERFULLT
KONZENTRATIONEN VON SAUREN UND LAUGEN - RESISTANCE A BASSES CONCENTRATIONS DACIDES : ;
; > 10545-13 VALEUR DECLAREE - VALOR DECLARADO - CONFORME - CONFORME
s | | ETALCALIS - RESISTENCIA ABAJAS CONCENTRACIONES DE ACIDOS Y ALCALIS - CTOVKOCTb K SABNELHIOE SHAUEHIAE COOTBETCTRYET
DEVICTBIHO HUBK/X KOHLIEHTPALIAV KACTIOT W LUETIOHEN
RESISTENZA AD ALTE CONCENTRAZIONI DI ACIDIE ALCALI
RESISTANCE TO HIGH CONCENTRATIONS OF ACIDS AND ALKALI - BESTANDIGKETT BEI HOHEN VALORE DICHIARATO CONFORME
ENISO DECLARED VALUE - ANGEGEBENER WERT COMPLYING - ERFULLT
KONZENTRATIONEN VON SAUREN UND LAUGEN - RESISTANCE A HAUTES CONCENTRATIONS DACIDES 1054513 VALEUR DECLAREE - VALOR DECLARADO CONFORME - CONFORME
ET ALCALIS - RESISTENCIA A ALTAS CONCENTRACIONES DE ACIDOS Y ALCALIS - CTOMKOCTb K SASBNEHHOE 3HAUEHVE - COOTBETOTBYET
[DEVICTBIHO BLICOKVX KOHLIEHTPALIY KVCTIOT W LETIOHEN
RESISTENZA ALLE MACCHIE VALORE DICHIARATO CONFORME
RESISTANCE TO STAINS - FLECKENBESTANDIGKEIT ENISO DECLARED VALUE - ANGEGEBENER WERT COMPLYING - ERFULLT
RESISTANCE AUX TACHES - RESISTENCIA ALAS MANCHAS 10545-14 VALEUR DECLAREE - VALOR DECLARADO - CONFORME - CONFORME
YCTOVMUUBOCTH K MSITHOOBPA3OBAHUIO 3AFIBNEHHOE 3HAYEHUE COOTBETCTBYET
b | |CESSIONE DI PIOMBO E CADMIO VALORE DICHIARATO <AL LIMITE DI RILEVAVENTO
4 | [LEAD AND CADMIUM DISCHARGE - ABGABE VON BLE| UND CADMIUM ENISO DECLARED VALUE - ANGEGEBENER WERT <THANINSTRUMENT LIMIT < UNMESSBARES WERT
PERTE DE PLOMB ET CADMIUM - CESION DE PLOMO Y CADMIO 10545-15 VALEUR DECLAREE - VALOR DECLARADO - <LIMITE DE LINSTRUMENT < LIMITE DEL INSTRUMENTO
BbIOENEHVIE CBUHLIA M KATMUS! 3AABNEHHOE 3HAYEHVE <HAMPELENE OMPEAENAMOCTY
DM. 236/89 BCRA >040 >040
SCIVOLOSITA ANSIA137.1 WET DCOF > 0,42 >042
SKID RESISTANCE - RUTSCHWERT
GLISSANCE - ADHERENCIA DIN 51130 - R10 (TAUPE, CONCRETE)
CKONb3KOCTb
DIN 51097 - A+B ( TAUPE, CONCRETE)

| EVALOR!
TOKABATETE/ICBFKITECh C FINCBECSPA.

‘CONTATTARE FINCEBEC SPA -  CONTACT FINCIBEC SPA - FUR SPEZIELLE ZERTIFKATE UND PUNKTWERTE, FNCBEC SPA KONTAKTIEREN

, CONTACTER FINCBEC SPA




CARATTERISTICHE TECNICHE / GRES FINE PORCELLANATO

TECHNICAL SPECIFICATIONS / PORCELAIN STONEWARE - TECHNISCHE EIGENSCHAFTEN / FEINSTEINZEUG - CARACTERISTIQUES TECHNIQUES / GRES FIN CERAME
CARACTERISTICAS TECNICAS / GRES FINO PORCELANICO - TEXHUMECKUE XAPAKTEPUCTUKIA / MENKOSEPHUCTHI KEPAMOTAHAT

STANDARDS : UNI EN 14411 ANNEX G - Bla /UNI EN ISO 13006 ANNEX G - Bla

* K kK ok SERIE : START 325X325/128°X12,8" rett— 10 mm MATT
N XO S COLOURS : METROPOLIS PAV.,
Y, L CREATE NUT PAV.
e
CARATTERISTICHE TECNICHE TIPODIPROVA VALORIPRESCRITTIDALLENORVE VALOREMEDONAXOS
TECHNICAL DATA STANDARD OF TEST INTERNATIONAL STANDARDS NAXOS AVERAGEVALUE
TECHNISCHE DATEN NORME DUTEST INTERNATIONALE NORMWERTE NAXOS MITTELWERT
CARACTERISTIQUES TECHNIQUES TESTNORM VALEURS PREVUES PARLES NORVES VALEURSMOYEN NAXOS
CARACTERISTICAS TECNICAS TIPODEPRUEBA VALORES PREVISTOS POR LASNORMAS VALORMEDIO NAXOS
TEXHWHECKVE XAPAKTEPVICTUKMA TUNTECTA MPEMYCMOTPEHHBIE CTAHIAPTOM CPEIHEESHAEHVENAXOS
CARATTERISTICHE DIMENSIONALI - SIZE CHARACTERISTICS - REQUIREMENTS FORNOMINAL SZEN
MASSEIGENSCHAFTEN - DETERMINATION DES CARACTERISTIQUES DIMENSIONELLES MATT
CARACTERISTICAS DIMENSIONALES - PASMEPHbIE XAPAKTEPUCTUKA 7cmsN<15cm N=215cm
LATI CONFORME _
SIDES - SEITEN ENISO £09mm £06% COMPLYING - ERFULLT
COTES - CANTOS 105452 0 20mm) CONFORME - CONFORME
PASMEPbI CTOPOH COOTBETCTBYET
SPESSORE CONFORME
THICKNESS - DICKE ENISO £05mm £50% COMPLYING - ERFULLT
- | |EPAISSEUR-ESPESOR 10545-2 = (£0,5mm) CONFORME - CONFORME
TOMIHA COOTBETCTBYET
\ NFORME
mm— | | RETTILINEITA DEGLI SPIGOLI £ 05% o .
.I STRAIGHTNESS OF SIDES - GERADLINIGKEIT DER KANTEN s £075mm E18mm) SOMPLYING ERFULLT_
RECTITUDE DES ARETES - RECTIDUD DE LOS CANTOS - KOCOYTONBHOCTb O OF
ORTOGONALITA CONFORME
. RECTANGULARITY - RECHTWINKLIGKEIT ENISO £075mm £05% COMPLYING - ERFULLT
PERPENDICULARITE - ORTOGONALIDAD 105452 =0 (£2mm) CONFORME - CONFORME
KPVIBU3HA CTOPOH COOTBETCTBYET
PLANARITA i CONFORME _
o | | SURFACE FLATNESS - EBENFLACHIGKE ENISO £075mm £05% COMPLYING - ERFULLT
PLANEITE DE SURFACE - PLANEIDAD 105452 =0 2,0mm) CONFORME - CONFORME
KPVIBV3HA NLIEBOM NOBEPXHOCTY COOTBETCTBYET
H.0 ASSORBIMENTO D'ACQUA
2 WATER ABSORPTION - WASSERAUFNAHME ENISO <059 <019
‘ ABSORPTION D'EAU - ABSORCION DE AGUA 105453 <05% <01%
BO[JOMOMOWEHVE
RESISTENZA ALLA FLESSIONE CONFORME
FLEXION RESISTANCE - BIEGEFESTIGKEIT ENISO $21300N COMPLYING - ERFULLT
RESISTANCE A LA FLEXION - RESISTENCIA A LA FLEXION 105454 R > 35 N/mm2. CONFORME - CONFORME
MPEMEN MPOYHOCTM NPV M3MVBE COOTBETCTBYET
m RESISTENZA ALL'URTO VALORE DICHIARATO
@ IMPACT RESISTANCE - STOSSFESTIGKEIT ENISO DECLARED VALUE - ANGEGEBENER WERT 080
s | | RESISTANCE AUX CHOCS - RESISTENCIA ALOS GOLPES 105455 VALEUR DECLAREE - VALOR DECLARADO - :
YIAPOCTOMKOCTb SASIBNEHHOE 3HAYEHUE
RESISTENZA ALL'ABRASIONE CONFORME
ABRASION RESISTANCE - ABRIEBFESTIGKEIT ENISO 5 COMPLYING - ERFULLT
RESISTANCE A L'ABRASION - RESISTENCIA A LA ABRASION 105456 <175mm CONFORME - CONFORME
wsss | | POUHOCTb HA MCTVPAHVIE COOTBETCTBYET
P COEFFICIENTE DI DILATAZIONE TERMICA LINEARE VALORE DICHIARATO
€34 | | COEFFIOENT OF LNEAR THERMAL EXPANSION  LNEARER WARVEAUSDEFUNGSKOEFFIZENT ENISO DECLARED VALUE - ANGEGEBENER WERT e
COEFFICIENT DE DILATATION THERMIQUE LINEARE - COEFICIENTE DE DILATAGION TERMICA LINEAL 105458 VALEUR DECLAREE - VALOR DECLARADO - a=67x10°/C
4 KOAOMLEHT TMHEVHOTO TEPMVHECKOTO PACLLIPEHIAS 3ASBIIEHHOE 3HAYEHVIE
RESISTENZA AGLISBALZITERMICI TEST SUPERATO SECONDO ENISO 10545-1 NESSUN DANNO
RESISTANCE TO THERMAL SHOCKS - BESTANDIGKEIT GEGEN TEMPERATURSCHWANKUNGEN ENISO TEST PASSED ACCORDING TO- TEST BESTANDEN NACH NO DAMAGE - KEIN SCHADEN
RESISTANCE AUX CHOCS THERMIQUES - RESISTENCIA A LOS CHOQUES TERMICOS 105459 TEXTE DEPASSE SELON - PRUEBA SUPERADA SEGUN AUCUNDOMMAGE -NNGUNDANO
CTOKOCT K MEPEMATAM TEMMEPATYPbI VCTTBITAHVE MPOVTEHO B COOTBETCTBIN C BE3 NOBPEXEHIIA
446 | |DILATAZIONE ALL'UMIDITA (N MMM) VALORE DICHIARATO
MOISTURE EXPANSION (IN MMM) - FEUCHTIGKEITSBEDINGTE AUSDEHNUNG (IN MM/M) ENISO DECLARED VALUE - ANGEGEBENER WERT MAX 0.1 mrm /o
@ | | SIATATION ALHUMIDITE (EN MNIM) - DILATACION GON LA HUMEDAD (EN MMM) 1054510 VALEUR DECLAREE - VALOR DECLARADO - .
s | | BIAKHOCTHOE PACLUVPEHVE (B MMIM) SASIBNEHHOE 3HAYEHUE
RESISTENZA AL GELO i TEST SUPERATO SECONDO EN ISO 10545-1 NESSUN DANNO
_M. FROST RESISTANCE - FROSTBESTANDIGKEIT ENISO TEST PASSED ACCORDING TO- TEST BESTANDEN NACH NO DAMAGE - KEIN SCHADEN
W R | | ESISTANCE AUGEL - RESISTENCIA AL HEELO 10545-12 TEXTE DEPASSE SELON - PRUEBA SUPERADA SEGUN AUCUNDOMMAGE -NNGUNDANO
MOPO30CTOMKOCTb VICTTBITAHVE MPOMTEHO B COOTBETCTBIN G BE3 NOBPEXIEHII
RESISTENZA Al PRODOTTICHIMICI USO DOMESTICO £ ADDITVIPER PISCINA
RESISTANGE TO HOUSEHOLD AND SWIMING POOL. CHEMICAL PRODUCTS - RBESTANDIGKEIT GEGEN CONFORME
HAUSHALTSCHEMKALIEN UND ZUSATZSTOFFE FUR SWIMMINGPOOLS - RESISTANCE AUX PRODUITS| ENISO BMN COMPLYING - ERFULLT
CHIMIQUES USAGE DOMESTIQUE ET ADDITIFS POUR PISCINE -RESISTENGIAA LOSPRODUCTOS QUIVICOS DE 1054513 CONFORME - CONFORME
USO DOMESTICO Y ADITIVOS PARA PISCINA - CTOVKOCTE K E/CTEVHO BbITOBBX XVIMAHECKUX CPELLCTE, COOTBETCTBYET
[IO0BABKAM BEACCE/Hb!
RESISTENZA A BASSE CONCENTRAZIONI DI ACIDI EALCAL
RESISTANCE TOLOW CONCENTRATIONS OF ACIDS AND ALKALI - BESTANDIGKEIT BEI NIEDRIGEN VALORE DICHIARATO CONFORME
-- ! ; ENISO DECLARED VALUE - ANGEGEBENER WERT COMPLYING - ERFULLT
KONZENTRATIONEN VON SAUREN UND LAUGEN - RESISTANCE A BASSES CONCENTRATIONS DACIDES ) VALUE
y E ~ 1054513 VALEUR DECLAREE - VALOR DECLARADO - CONFORME - CONFORME
s | |ETALCALIS- RESISTENCIA ABAJAS CONCENTRAGIONES DE ACIDOS Y ALCALIS - CTOVKOCTB K R A-ORDECL O OF
[EVICTBIIO HI3KIAX KOHLIEHTPALIA KACTIOT U LLETOYEN
RESISTENZA AD ALTE CONCENTRAZIONI DI ACIDIEALCALI
RESISTANCE TO HIGH CONCENTRATIONS OF ACIDS AND ALKALI - BESTANDIGKEIT BEI HOHEN VALORE DICHIARATO CONFORME
¢ / ; ' ENISO DECLARED VALUE - ANGEGEBENER WERT COMPLYING - ERFULLT
KONZENTRATIONEN VON SAUREN UND LAUGEN - RESISTANCE A HAUTES CONCENTRATIONS DACIDES A P e o, oG R o
ET ALCALIS - RESISTENCIA A ALTAS CONCENTRACIONES DE ACIDOS Y ALCALIS - CTOMKOCTb K S oo DEt e
[EVCTBIKO BEICOKVX KOHLIEHTPALIAY KCTIOT W LLETIOYEM
RESISTENZA ALLE MACCHIE VALORE DICHIARATO CONFORME
RESISTANCE TO STAINS - FLECKENBESTANDIGKET ENISO DECLARED VALUE - ANGEGEBENER WERT COMPLYING - ERFULLT
RESISTANCE AUX TACHES - RESISTENCIA A LAS MANCHAS 10545-14 VALEUR DECLAREE - VALOR DECLARADO - CONFORME - CONFORME
YCTOMUMBOCTb K MATHOOEPA3OBAHIIO 3ASBIIEHHOE 3HAYEHVIE COOTBETCTBYET
| |cESSIONE DI PIOMBO E CADMIO VALORE DICHIARATO <AL LIMITE DIRLEVAVENTO
£d | |LEAD AND GADMIUM DISCHARGE - ABGABE VON BLE| UND CADMIUM ENISO DECLARED VALUE - ANGEGEBENER WERT <THANINSTRUMENT LIMIT < UNVESSBARES WERT
PERTE DE PLOMB ET CADMIUM - CESION DE PLOMO Y CADMIO 10545-15 VALEUR DECLAREE - VALOR DECLARADO - <LIMITE DE LINSTRUMENT < LIVITE DEL INSTRUMENTO
BHITENEHVIE CBUHLIA M KATMMS! 3ASBIIEHHOE 3HAYEHVIE <HATPELETEE OMPENETVVOCTH
DM. 236/89 BCRA >040 >040
SCIVOLOSITA
SKID RESISTANCE - RUTSCHWERT
ANSIA137.1 WET DCOF > 042 >042
GLISSANCE - ADHERENCIA
CKOMb3KOCTb
DIN 51130 - R9 (CREATE NUT , METROPOLIS)

PER | CERTIFICATI SPECIFICI, E VALORI PUNTUALI, CONTATTARE FINCIBEC SPA - FOR SPECIFIC CERTIFICATES AND DATA, CONTACT FINCIBEC SPA - FUR SPEZIELLE ZERTIFIKATE UND PUNKTWERTE, FINCIBEC SP.A. KONTAKTIEREN - POUR LES CERTIFICATS SPECIFIQUES ET LES VALEURS PONCTUELLES, CONTACTER FINCIBEC SP.A - PARA LOS CERTIFICADOS
ESPECIFICOS Y LOS VALORES CONCRETOS, CONTACTE CON FINCIBEC S.P.A - BO BOMPOCAM CTELATIbHBIX CEPTUOVKATOB W NOKASATENEV CBSDKUTECH C FINCIBEC SPA.




	Scheda Tecnica_Start_Pav_Non Smaltato_Marzo 2017
	Scheda Tecnica_Start_Pav_Smaltato_Marzo 2017
	Scheda Tecnica_Start_Rivestimento_Marzo 2017
	Senza titolo

